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委托单位： 深圳市金野塑胶板材有限公司

Applicant: Shenzhen KIMYEAcetate Manufactory

单位地址： 深圳市龙岗区横岗街道大康社区莘塘大万工业区 13号 1至 3层

Address: 1-3F, 13# DaWang Industrial Zone, DaKang XinTang Village, HengGang, LongGang, ShenZhen, China

样品信息(Sample information)

样品名称(Sample Name)： J101A

样品描述(Sample Description)： 透明淡蓝色塑胶(Transparent pale blue plastic)

样品材质(Sample Material)： 醋酸纤维胶板/Cellulose Acetate Plastic

样品编号(Sample No.)： QT1806198428102

委托日期(Sample Received Date)： 2018/6/19

检测日期(Testing Period)： 2018/6/19 - 2018/6/22

检测要求(Test Requested)： 1. 根据客户要求，参照加州 65，检测其送检样品中铅的含量(As specified

by client, to determine the Lead (Pb) content in the submitted sample with

reference to California Proposition 65.)。

2. 根据客户要求，参照加州 65，检测其送检样品中邻苯二甲酸酯的含量

(As specified by client, to determine the phthalates content in the submitted

sample with reference to California Proposition 65.)。

检测方法(Test Method)： 请参见后续页(Please refer to following page(s).)。

检测结果(Test Result)： 请参见后续页(Please refer to following page(s).)。

审核人 授权签字人

Checked by Signed for and on behalf of HCT

Angela Michael
实验室经理

Laboratory Manager
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检测结果(Test Result(s))：
1. 铅的检测结果(Test result for Lead (Pb)) 单位(Unit)：mg/kg

检测项目

(Test Item)

检测方法/仪器

(Test Method/Equipment)

方法检出限

(MDL)

含 量

(Content)

铅 Lead(Pb)

US EPA 3052:1996 &

US EPA 6010D:2014,

ICP-OES/AAS

2 N.D.

2. 邻苯二甲酸酯的检测结果(Test results for phthalates) 单位(Unit)：mg/kg

检测项目

(Test Items)

检测方法/仪器

(Test Method/Equipment)

方法检出限

(MDL)

含 量

(Content)

邻苯二甲酸二正丁酯

Dibutyl phthalate (DBP)

CPSC-CH-C1001-09.4,
GC-MS

30 N.D.

邻苯二甲酸丁苄酯

Butylbenzyl phthalate (BBP)
30 N.D.

邻苯二甲酸二(2-乙基己基)酯
Di-(2-ethylhexyl) Phthalate (DEHP)

30 N.D.

邻苯二甲酸二已酯

Di-n-hexyl Phthalate (DNHP)
30 N.D.

邻苯二甲酸二异壬酯

Di-isononyl phthalate (DINP)
100 N.D.

邻苯二甲酸二异癸酯

Di-isodecyl phthalate (DIDP)
100 N.D.

备 注(Note)：
mg/kg = ppm=parts per million
MDL=Method Detection Limit方法检出限

N.D.=Not Detected(less than method detection limit)，未检出(小于方法检出限)
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样品制备

Sample Preparation

过滤溶液

Filtration

用微波/电热板进行消解 Acid
digestion with microwave/hotplate

样品称重

Sample Measurement

ICP-OES/AAS分析

ICP-OES/AAS
数据处理

DATA

铅的检测流程图(Test Flow Chart for Lead(Pb))

邻苯二甲酸酯的检测流程图(Test Flow Chart for Phthalates)

样品制备

Cutting/Preparation
称重

Weigh Sample
用合适溶剂萃取样品

Sample solvent extraction 浓缩/ 稀释萃取溶液

Concentration/ Dilution
of Extracted solution过滤

Filtration
GC-MS分析

GC-MS
数据处理

DATA
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样 品 附 图(The photo of the sample)

***报告结束(End)***
本报告 HCT盖章才生效，本报告不可以删改。本报告只对送检样品的检测结果负责。

未经本公司书面授权，不得部分复制本报告做宣传品使用。

This report will go into effect with HCT stamp. This report could not be revised. This report is only responsible for
the test result of submitted samples. Without written authorization, any copy of this report for propaganda is invalid.

QT1806198428102
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